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Source of Sample

No. of Product tested

Customer's Reference

Condition of Sample
Lab Reference Number
Period of Test
Test Method #

TEST RESULTS:

Sample Supplied by the Customer
04 (Four Only)

PO No. 49OOO1-4763 dt.03.09.2024
Satisfa ctory
2024/SEP 10627 6-1.-2

03.10.2024 to 03. 10.2024
ln House Developed Method

# As furnished by the customer

Remarks - Birla Opus One Pure Elegance Passes the Scuff resistance test, whereas Asian paints Royale Luxury
Emulsion, Lewis Berger Silk Glamour & Kansai Nerolac lmpressions HD do not pass scuff resistance test.

Note The results relate only to the items tested.
Report shall not be reproduced except in full, withoutthe written approval of lab.
Any correction invalidates this report.

For GVM TEST HOUSE AND H CENTRE PVT. LTD.
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Regd. Office:
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Test Results

Birla Opus One
Pure Elegance #

Asian Paints
Royale Luxury

Emulsion #

Lewis Berger Silk
Glamour #

Kansai Nerolac
lmpressions HD#

Scuff Resistance
on Glass Plate

Visual
Pass (No Black

Mark Observed)
Fail (Black N4arks

Observed)
Fail (Black IVarks

Observed)
Fail (Black Marks

Observed
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