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Test Order Ref : GVM/PA,Nr / 0627 6-1.-3 / 09 I 2024
Date of Receipt: 16.09.20?4

GRASTM TNDUSTRTES LIM|TED (BtRLA pAINT DtVtStON)
Taloja-R &D Lab & Pllot Plant, Grasim lndustries Limited,
Plot No. t&1-A11,, Aditya Birla Science & Technology,
Company Pvt. Ltd., Raigad, 4IO208

TEST REPORT ON SCUFF RESISTANCE ON GLASS PLATE

Source of Sample : Sample Supplied by the Customer
No. of Product tested : 01 (One Only)
Customer's Reference : pO No.4900014763 dt.03.09.2024
Condition of Sample : Satisfactory
Lab Reference Number : ZOZ4lSEplO6276-1.-3
Period of Test : O3.LO.2O24to 03.10.2024
Test Method # : ln House Developed Method

TEST RESULTS:

# As furnished by the customer.

Remarks - Birla opus one Pure Elegance passes the scuff resistance test.

Note: 1. The results relate only to the items tested.
2. Report shall not be reproduced except in full, without the written approval of lab.
3. Any correction invalidates this report.
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Test Conducted Unit
Test Results

t Scuff Resistance on Glass Plate Visua I Pass (No Black Mark Observed)

Regd. Office:
402, Yogesh Apartrnent CHS, Plot No.26, Sector BA, Airoli, Navi \,4umbai - 400 7 OB, INDIA.
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Birla Opus One Pure Elegance #


