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Source of Sample #

Number of samples Tested

Customer's Reference

Lab Reference Number

Condition of sample
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TEST REPORT ON DOUBLE SIDE TAPE

Sample Submitted by Customer

01 (One only).

PO No,- 4900003848 , dt.22.03.2024
2024/ APRl0s]-s6-1

Satisfa ctory
1.5.04.2024

Birla Opus Prime HT30 (Double-sided Self-Adhesive Tape)

t7 .04.2024 to 24.04.2024

Dale:25.04.2024
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TEST RESULTS:

# As furnished by the customer.

Note: 1. The results relate only to the items tested.
2. Report shall not be reproduced except in full, withoutthe written approval of the lab.

3. Any correction invalidates this report.
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S. N. Test Conducted Unit Test Results Test Method

1
Peel adhesion Strength, with HDPE

Membrane
N/m L51.1. ASTM D 1876:2008
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